Products Analysis

Sane Rooy Zanjan Company
Manufacturer of : Zinc ingot and Zinc powder

Zinc Ingot Analysis

Zinc Purity 99.96% — 99.97% 99.97% — 99.98% 99.98% — 99.99% 99.99 — 99.995%
Min(ppm) Max(ppm) Min(ppm) Max(ppm) Min(ppm) Max(ppm) Min(ppm) Max(ppm)

230 300 160 230 70 160 25 70

Fe 10 20 ) 10 3 ) 1 3

Cu 15 20 10 15 7 10 1 7

Cd 20 25 10 15 3 10 1 3




